Bondar-Clegg, Inc. ( ;eoc ml‘. :al
12980 West Cedar Dr. ~ * he
Lakewood, Colorado 80228 v Lab Rep()l't
(303) 9891404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32653.4 ( COMPLETE ) l L REFERENCE INFO: 0-183
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-636 DATE PRINTED: 4-DEC-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 37 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 37 2 -150 37 fAssay Prep 37
Sample Pickup 1

REMARKS: Final results are reported.

REFORT COPIES TO: AR. JIM BARRON INVOICE TO: WR. JIM BARRON
FMR. JIM BARRON




gﬁ%ﬁﬂiﬁ?ﬁi&:??nn .. f Geochemical
Lakewood, Colorado 80228 = Lab Report
(303) 989-1404
: BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 4-DEC-89
f REPORT: D89-32653. 4 ] | PROJECT: R89-636 PAGE 1

SANPLE ELEMENT fu

NUMBER UNITS  OPT

D2 RB9-636-0-5 0.004

D2 R89-636-5-10 0.003

D2 R89-636-10-15 0.004

D2 R89-636-15-20 0.004

D2 R&9-636-20-25 (0,002

D2 R89-636-25-30 0.004

D2 R89-636-30-35 0,004

D2 RA89-636-35-40 0.004

D2 R9-636-40-45 0.007

D2 R&3-636-45-50 0.005

D2 R89-636-50-55 0.005

D2 RA9-636-55-60 0.005

D2 R&9-636-60-65 0.008

D2 R89-636-65-70 0.002

D2 R89-636-70-75 0.003

D2 RA9-636-75-80 0.012

D2 R83-636-80-85 0.007

D2 RB9-636-85-90 0.006

D2 R9-636-90-95 0.008

D2 RA9-636-95-100 0.009

D2 R89-636-100-105 0.014

D2 RA9-636-105-110 0.018

D2 R89-636-110-115 0.023

D2 R&9-636-115-120 0.011

D2 R89-636-120-125 0.018

D2 R&9-636-125-130 0.011

D2 RB9-636-130-135 0. 006

D2 RA3-636-135-140 0.007

D2 RB9-636-140-145 0.006

D2 R89-636-145-150 0.003

D2 R89-636-150-155 0.010

D2 RA9-636-155-160 0.003

D2 R89-636-160-165 0.005

D2 R89-636-165-170 0.005

D2 R89-636-170-175 0.005

D2 R89-636-175-180 0.004

D2 R89-636-180-185 0.005
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Bondar-Clegg, inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 )

Geochemical
Lab Report

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32655.4 ( COMPLETE )

] [ REFERENCE INFO: 185-425

CLIENT: BROHM MINING CORP.
PROJECT: R89-636

SUBHITTED BY: J. BARRON
DATE PRINTED: 4-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 47 0.002 OPT Fire Assay

SAKPLE TYPES NURBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS RNUMBER
D DRILL CORE 47 e -150 47 Assay Prep 47
REMARKS: RB9-636-245-290 and 2o0-cod WETE COmPOSited in

sample preparation (no charge).

Final results are reported.
REPORT COFIES T0: FR. JIA FARKON IRVOICE T0: FR. JTH FARROR

MR. JIM BARRON




Bondat-Clegg, .
129%?)8\"%5:%%@[? Dr. L™ Geochemical
Lakewood, Colorado 80228 : Lab Report
(303) 989-1404 .
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES | :
! 4-DEC-89

REPORT: D83-32655. 4 PAGE 1

SANPLE ELEMENT Au SAMPLE \'eem;_ Au

NUMBER UNITS  OPT NUMBER UNITS™ " OPT

OV

D2 R89-636-185-190 0,003 D2 R89-636-3%0-3 0. 144

D2 R&9-636-130-195 0.005 D2 R89-636-3 e

D2 R89-636-195-200 0.002 D2 R89-636-400-405 0. 065

D2 R89-636-200-205 0.014 D2 R89-636-405-410 0.101

D2 R&9-636-205-210 0.010 D2 R89-636-410-415 0.216

D2 R89-636-210-215 0.011 D2 RA9-636-415-420 0.138

D2 R89-636-215-220 0.008 D2 R89-636-420-425 0,064

D2 R89-636-220-225 0.011

D2 R89-636-225-230 0.013

D2 R89-636-230-235 0.007

D2 R89-636-235-240 0.008

D2 R89-636-240-245 0.008

D2 R89-636-245-255 COMP  0.009 cEgS—csO P SV -Z55

D2 R89-636-255-260 0.009

D2 R89-636-260-265 0.010

D2 R89-636-265-270 0.008

D2 R89-636-270-275 0.006

D2 RA9-636-275-280 0.004

D2 R89-636-280-285 0.005

D2 R89-636-285-290 0.005

D2 RA9-636-290-295 0.007

D2 R89-636-295-300 0.002

D2 RA9-636-300-305 0.007

D2 R89-636-305-310 0.008

D2 R89-636-310-315 0.027

D2 R89-636-315-320 0.020

D2 R89-636-320-325 0.013

D2 R89-636-325-330 0.017

D2 R89-636-330-335 0.020

D2 R89-636-335-340 0.021

D2 R89-636-340-345 0.033

D2 RA&9-636-345-350 0,041

D2 R9-636-350-355 0.010

D2 R89-636-355-360 0.025

D2 R89-636-360-365 0.022

D2 R89-636-365-370 0.028

D2 R89-636-370-375 0.026

D2 R89-636-375-360 0.008

D2 RA9-636-360-385 0.009

D2 R83-636-385-390

0.036
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Bondar-Clegg, Inc.

12980 Wit Chda®r.
Lakewood, Colorado 80228
(303) 989-1404

B

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32656.4 ( COMPLETE )

Geochemical

Lab Report

|

l REFERENCE INFO: 425-645

CLIENT: BROHM WINING CORP.

SUEBMITTED BY: J. BARRON

PROJECT: R89-636 DATE PRINTED: 8-DEC-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 Au Gold 44 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 44 g -130 44 fAssay Prep 44
Excessive Wetness 886

Sample Pickup

|

REMARKS: Final results ave reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: WR. JIM BARRON

MR, _JIM BARRON




Bondar-Clegg, Inc La""" mical
12980 Webt €eda®r. - Geoche
Lakewood, Colorado 80228 Lk - Lab Report
(303) 9891404
BONDAR- l:lEGG
A DIVISION OF INCHCAPE INSPECTION & TEST(N(J SERVICES
-DEC-89

REPORT: D83-32656.4 ! \\QELPROJecrn Rss—sa& I PAGE 1

SAMPLE ELEMENT Au SAMPL ‘ELEMENT A

NUNBER UNITS  OPT NUMBE 02 UNITS, 0BT

D2 R89-636-425-430 0.122 D2 k8 - 45007

D2 RBI-636-430-435 0.063 D2 RBI-636-630-635 0.013

D2 R89-636-435-440 0.042 D2 RBI-636-635-640 0.003

D2 RB9-636-440-445 0.018 D2 R89-636-640-645 {0.002

D2 R89-636-445-450 0.010

D2 RB9I-636-450-455 0.019

D2 R89-636-455-460 0.014

D2 R89-636-460-465 0.009

D2 R89-636-465-470 0.014

D2 RB9-636-470-475 0.014

D2 R89-636-475-480 0.013

D2 R89-636-480-485 0.012

D2 RBI-636-485-430 0.014

D2 R89-636-490-435 0.013

D2 R89-636-495-500 0.013

D2 RA89-636-500-503 0.010

D2 R89-636-505-510 0.005

D2 R89-636-510-515 0.009

D2 R89-636-515-520 0.014

D2 R89-636-520-5235 0.020

D2 RBI-636-525-530 0.020

D2 R89-636-530-533 0.010

D2 R89-636-535-540 0.017

D2 R83-636-540-543 0.005

D2 R89-636-545-550 0.007

D2 R89-636-550-555 0.003

D2 R89-636-535-560 0.005

D2 R89-636-560-365 0.005

D2 R89-636-565-570 0.005

D2 R89-636-570-573 0.003

D2 RB9-636-575-580 . 0,007

D2 R89-636-580-585 0.009

D2 RB9-636-585-590 0.007

D2 R89-636-590-595 0.006

D2 R89-636-595-600 0.004

D2 R89-636-600-603 0.009

D2 R89-636-605-610 0.035

D2 RB9-636-610-615 0.018

D2 RB9-636-615-620 0.017

D2 R89I-636-620-625 0.005
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Bondar-Clegg, Inc.

12980 We= Cedar Dr. N
Leewood, Colorado 80228

(303) 989-1404 ‘

B

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

REPORT: D89-32658.4 ¢ COMPLETE )

' | REFERENCE INFO: 645-703

CLIENT: BROHM MINING CORP.

SUBMITTED BY: J. BARRON

PROJECT: R89-636 DATE PRINTED: 6-DEC-89
NUFBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION HETHOD
i fu Gold i 0.002 OFT Fire Assay

SARPLE TYPES HUMBER SIZE FRACTIONS NUMBER SAMFLE PREPARATIONS MURBER

D DRILL CORE ie g -150 12 fissay Prep 12
Excessive Wetness 310
Sample Pickup 1

REMARKS: Final resulfs are reported.

REPORT COPIES TO: WR. JIM BARRON

INVOICE TO: MR. JIN BARRONM

MR- JIM BARRON




Bondar-Clegg, Inc. .
12980 West Cedar Dr. g — Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

: 6-DEC-89
REPORT: D83-32658.4 | PROJECT: R89-636 PAGE 1

SAMPLE ELENENT  Au
NUMBER CUNTS opT
D2 RB9-636-645-650 0.003
D2 R89-636-650-655 - OO0 "
D2 RB9-636-655-660  ~ (0.002
D2 RBI-636-660-665. {0002
D2 RBI-636-665-670 0.002
D2 R89-636-670-675 0.003
D2 RBI-636-675-680 0.004
D2 RB9-636-680-685 0.005
D2 RBI-636-685-630 0.006
D2 RB9-636-690-695 0. 002
D2 R89-636-695-700 0.002

D2 R89-636-700-7035 (0.002
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(303) 989-1404

Bondar-Clegg, Inc.
* 12980 West Cedar Dr.
Lakewood, Colorado 80228

BROMHF MIMING CORP.
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